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Fig.4 Change in relative viscosity of LPEI 0.01 %(w/w) -
aqueous solution with temperature (55 - 65 C).
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Fig.6 Changes in wavenumber of LPEI 0.8 %(w/w)

aqueous solution ([J) and water (Q) with temperature.
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